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KUNMING CONVEYOR BELT CO.,LTD.
ROOM 1605-07, ZHONGJIAO SOUTH ASIA HEADQUARTER BUILDING, WUJIABA, KUNMING YUNNAN 

PROVINCE 650000, CHINA

Sample Description : PVC CONVEYOR BELT

The above sample(s) data and information was / were submitted and identified on behalf of the client. SGS is 

not responsible for the authenticity, integrity and results of the data and information and / or the validity of the 

conclusion arising therefrom. Results apply to the sample as received.

*************

SGS Ref. No. : CDF25-0005440

Sample Receiving Date : Sep 29,2025

Testing Period : Sep 29,2025 to Oct 13,2025

Test Required : ISO 340:2022 Conveyor belts — Laboratory scale flammability characteristics 

— Requirements and test method

Test result(s)   : See attached sheet

Conclusion : PASS

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch

Ada Liu
Approved signatory
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Test Conducted: 
This test is conducted accordance with ISO 340:2022 Conveyor belts — Laboratory scale flammability 
characteristics — Requirements and test method.

I. Sample Description and Conditioning

Sample name
(provided by sponsor) PVC Conveyor belt

Color Black+White

Size 200mm×25mm×2.7mm

Preconditioning Conditioner: 23±2℃; Relative Humidity: 50±5%; Duration: 96h.

II. Requirement
1. The sum of the periods of flame for each of the series of six tests shall be less than 45s and no individual 

value shall be greater than 15s
2. The flame shall not re-appear.

III. Test Result

Conclusion: PASS

Specimen no. After flame 
Time (s)

Re-flame 
Time (s)

Maximum 
after flame 

time (s)

Maximum re-
flame time (s)

No flame or 
flame

No re-flame 
or re-flame

1 0.0 0.0 No flame No re-flame

2 0.0 0.0 No flame No re-flame

3 0.0 0.0 No flame No re-flame

4 0.0 0.0 No flame No re-flame

5 0.0 0.0 No flame No re-flame

6 0.0 0.0

0.0 0.0

No flame No re-flame

SUM 0.0 0.0 --- --- --- ---
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Photo Appendix:

Sample as received

***End of Report***
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